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The Background:!

Multilayer dielectrics for MLCC technology need the balance between dielectric permittivity, conductivity, and
degradation resistance in their material design. Dopant strategies and new formulations are required to obtain
high reliability and permittivity. Ca and Zr are good candidates for improving stabilization of reduction process

and degradation resistance of the dielectric overriding the negative influence.!
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