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Scanning electron microscope images (left) of 
circular and oval PZT nanopillars. The process 

(top) uses e-beam lithography to pattern a metal 
hard mask followed by high-aspect ratio etching 

of a PZT thin film.
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PZT nanopillar arrays are fabricated using e-beam 
lithography and reactive ion etching 
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